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STUDY OF FACTORS AFFECTING CHEMICAL MILLING 

ABSTRACT 

A study has been made of the chemical milling 
characteristics of certain aluminum alloys: 
2014, 5 4 5 6 ,  and 7075. The cause of nonuniform stock removal 
for Type 2219, the relation between stretch marks and milling 
uniformity for Type 5456,  and the causes of rough etching in 
Types 2014 and 7075 were investigated. 

Types 2219, 

The results in brief are: 

The difficulties with 2219 are caused by 
nonuniform quenching after solution treatment; 
the recommended corrective measure is to quench 
"chem-milling grade Type 2219" by total immersion 
in water, rather than by spray quenching. 

The stretch marks in Type 5456 do not affect 
chem-milling at all; if they must be avoided, 
it must be b y  prevention of their formation 
in the first place, since they are not removed 
during milling. 

The roughness met in chem-milling Type 2014 is 
primarily associated with its "naturally aged" 
temper (T4). However, there is apparently a 
composition-dependent effect, as well. The 
recommended corrective measures are: (a) to 
chem-mill this alloy only in the artificially 
aged condition (T6), or (b) to develop a special 
grade of Type 2014 alloy that mills satisfactorily 
in the T 4  temper. 

ii 



( 4 )  The roughness occasionally met i n  chem-milling 
Type 7075 a l l o y  i s  truly a "random" e f f ec t  and 
i s  probably determined by the chemical composition 
of the a l l o y  (not by heat-treatment var iables) .  
The correct ive measures must, therefore ,  be cen- 
tered on developing a special  "milling-grade'' 
a l l o y .  

iii I I T R I -  136049-12 
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STUDY OF FACTORS AFFECTING CHEMICAL MILLING 

1 INTRODUCTION 

The extreme size and the severe strength and weight 
requirements of space vehicles demand the use of unconventional 
metal fabrication techniques. One of these is the technique of 
"Chem-Milling,l' 
weight, integrally-stiffened components by chemical dissolution 
of metal from selected (mmasked) areas. The remaining (masked) 
zones are unattacked and forn the reinforcing ribs. This tech- 
nique has been used chiefly on large, unwieldy, precurved sec- 
tions of high-s trength aluminum alloy plate. 
is a gore section f o r  the bdkhead of a booster tank. 

* in which heavy plates are converted to light- 

A typical component 

The chemical milling method has a number of advantages 
over mechanical methods, the most notable being the simplicity 
of the equipment required. 
booster development program, the extremely large and complex 
machines required f o r  mechanical milling did not exist, hence 
t h e  chem-milling approach w a s  adopted, More recently, however, 
the techniques of numerical programming have been applied to 
the milling of complex sections, so t ha t  chemical milling is 
no longer the on ly  practical fabrication method f o r  such com- 
ponents + 

In the early part of the rocket 

The present program has been directed toward obtaining 
a better understanding of the relation between metallurgical 
processing variables and the chem-milling characteristics of 
four specific aluminum alloys: Types 2219, 5456, 2014, and 
7075, More particularly, certain heat treatments and certain 
tempers of these alloys give difficulty in the form of rough 
milling or nonuniform removal of stock. Through chem-milling 

*"Chem-Millll is a trade name owned by North American Aviation, 
Inc., and licensed to Turco Products, Inc. 

I I T  R E S E A R C H  I N S T I T U T E  
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experiments on laboratory-prepared al loy specimens, the e f f ec t s  
of quenching r a t e ,  cold work, s t r e t ch  marks, aging pract ice ,  
and s i m i l a r  var iables  have been correlated with the chem-milling 
q u a l i t i e s  of the al loys.  

In  t h i s  report ,  the experimental r e s u l t s  and t h e i r  
in te rpre ta t ion  w i l l  be presented separately for each type of 
a l loy ,  a f t e r  a br ief  general discussion of the e s sen t i a l  p r in -  
c ip l e s  of chemical mill ing.  

11. THE ELECTROCHEMISTRY OF CHEMICAL MILLING 

When pure aluminum i s  placed i n  hot ,  concentrated 
sodium hydroxide solut ion,  a vigorous reaction occurs and the 
metal dissolves rapidly i n  accord with the reaction: 

2A1 + 2NaOH + 2H2C + 2 N a A 1 Q 2  + 3 H 2 T  (1) 

This react ion i s  very s imilar  t o  the famil iar  attack 
of a m e t a l  by acid,  such as  iron dissolving i n  hydrochloric 
acid: 

T z  + 2HC1 4 FeC12 + H 2 T  (2) 

These reactions are s o  vigorous and produce such 
general a t tack on the metal surface tha t  i t  i s  tempting t o  
consider them "chemical" reactions rather  than "electrochemical" 
react ions.  They are, however, electrochemical i n  nature ,  a 
f a c t  t ha t  becomes c l ea r  when ce r t a in  a l loys a re  observed t o  
suf fer  qu i te  nonuniform at tack in sodium hydroxide. 

To c l a r i f y  t h i s  point, l e t  us consider the react ion 
between aluminum and aqueous sodium hydroxide i n  more d e t a i l .  
The metal l ic  aluminum (valence of zero) i s  converted t o  aluminum 
ion i n  accord with the oxidation reaction: 

AI0* A 1  - + 3e ( 3 )  

I I T  R E S E A R C H  I N S T I T U T E  
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The hydrogen of the water (valence of 1) is converted 
to hydrogen gas (valence o f  zero) in accord with the reduction 
react ion : 

H ~ O  + e-+ OH- + 1 / 2  ~ ~ 1 '  (4  ) 

These two  reactions occur at the "anode" and the 
respectively, of an electrochemical cell, the over-all 

reaction--in the presence of NaOH--being reaction (1). 
reactions occur in very close proximity to each other on the 
metal surface, the attack will be uniform and we will observe 
a "smooth milling" specimen. If, however, the anodic (dissolved) 
regions are widely  dispersed, we will see the development of 
"roughness," since the cathodic reaction does not result in 
metal removal. 

If these 

Now, the problem is to learn just what metallurgical 
and chemical conditions lead to large and wide-spread cell 
elements and, hence, to roughness in the chem-milled surface. 

Certainly the milling characteristics are related 
to the metallurgical composition and structure of the alloy. 
The question, however, is to determine how the relatively - fine 
structure of the metal can be related to the rather coarse 
nature of a rough-milled aluminum surface. 
the roughness of  a milled specimen is dimensionally many times 
larger than the "unit cell" of the a l l o y  structure; or, put 
another way, if the anodes and cathodes of the dissolution 
reaction were distributed in the same way as the structural 
particles of the alloy, the chemical attack would still be 
much finer than that actually observed. 

In other words, 

If there is no direct correspondence between the 
structural features o f  the alloy and the actual "high" and 
"10w" spots on the milled metal, then what does cause one 
alloy to mill smoothly and another to develop an irregular 
surface? 
the experimental results f o r  each of the alloys considered. 

We shall examine this question again after presenting 

I l T  R E S E A R C H  I N S T I T U T E  
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The 

1. 

2. 

3 .  

4 .  

specific problems investigated were these: 

Type 2219-T37 alloy frequently shows nonuniform 
stock removal over the area of a large plate. 
These variations are quite gross compared to 
the microstructure of the alloy. 

Type 5456 alloy shows stretch marks when fabri- 
cated; the influence of these marks on the 
uniformity of subsequent chem-milling is not 
entirely clear. 

Type 2014 alloy in the naturally aged condition 
(T451) shows rough surface finish, whereas in 
the artificially aged condition (T651) it yields 
a smooth surface. 

Type 7075 alloy frequently shows rough surfaces 
when milled, for reasons that are not understood. 

111. STUDIES OF TYPE 2219 ALUMINUM 

A .  Nonuniform Stock Removal 

The problem posed by Type 2219 alloy can best be 
described by reference to the photographs of Figure 1-A. A 
2 in. thick plate of Type 2219-T37 alloy was chemically milled 
several times and photographed at each stage. 
pattern of nonuniform attack was visible at each stage, showing 
that the metallurgical factors responsible for the nonuniform 
attack penetrate the plate transversely--at least part way 
through the thickness. In Figure 1-B the opposite face of the 
plate is shown at three different steps in the milling treatment. 
Again, although the pattern is not identical on the two faces, 
the similarity is great enough to suggest that they have a 
common origin. 

* 

A persistent 

* 
Photographs made by the Manufacturing Engineering Laboratory, 
George C. Marshall Space Flight Center, August 12, 1963. 

I l f  R E S E A R C H  I N S T I T U T E  

-4- I I T R I -  B6049- 12 



-5- IITRI-B6049-12 

M 
E: 
d 
4 
7-4 
4 

a 
k 
m 
k a 
U 
W 
4 

c 

a 
hro 
W O  



-6- IITRI-B6049-12 

4 
--i 
d c 

4 
4 
4 
d 

a 
k 
@3 

k 
a, u 
u4 

c 

4 

E 
a, 
4J 
U 
cd 
PI 
w 
0 

h 
JJ 
4 
k 
a 
4 
4 
E 
d 
cn 
a, 
JJ 

2 

4 
I 

I 

a 
I 
rl 

M 
d 
Lr 



I 
I- 
I 
I 
8 
I 
I 
I 
I 
1 
]I 

8 
I 
8 
8 

B ,  Quench Rate Experiments 

The general appearance of the p la te  i n  Figure 1 and 
s imilar  other specimens strongly suggests that  the pat terns  
have t h e i r  o r ig in  i n  the quenching pract ice  used on the product. 
In  an e a r l i e r  program (Contract N o .  NAS 8-11444, e n t i t l e d  
Invest igat ion of Random Thiclmess Variations i n  Chem-Milled 
2219-T37 Aluminum Al loy") ,  i t  w a s  determined that  when a bar 
was quenched along only p a r t  o f  i t s  length,  mil l ing was much 
more rapid i n  the llair-cooledfC region than i n  the "water-quenched" 
region. Accordingly, i t  w a s  considered desirable  i n  the present 
program t o  make a much m o r e  thorough study of such quenching 
e f f ec t s  

I f  

1. Cooling Rate Variations 

One inch square sarples of Type 2219-T37 aluminum 
were cut  from 0.4 in .  thick plate.  A hole w a s  d r i l l e d  i n  one 
edge of each specimen, extending to the  center of the piece. 
A Chromel-Alumel thermocouple was f i t t e d  in to  t h i s  hole and 
wedged i n  place with a small aluminum plug, as  shown i n  Figure 2 .  

A number of such specimens were placed i n  a furnace 
a t  990"-1000"F (the nominal solution-treatment temperature fo r  
Type 2219) fo r  2 h r ,  then quenched i n  water a t  various tempera- 
tures  and periods of time. The temperature-time curve f o r  each 
specimen was recorded on a Speed-O-Max recorder. 

Representative cooling curves are  shown i n  Figure 3 
f o r  three progressively l e s s  severe quenching treatments. 
difference i n  cooling r a t e  for a specimen plunged i n t o  water a t  
25°C (77°F) and one immersed i n  boi l ing water i s  very s t r ik ing .  
Of course, a i r  cooling i s  even slower, as would be expected. 
The approximate cooling rates  measured i n  the experiments 
described here are: 

The 

Water a t  25°C (77°F) - 500"F/sec 
Boiling water - 23OF/sec 
A i r  - 1°F/sec 

I I T  R E S E A R C H  I N S T l T U T E  
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Fig. 2 - Specimen Used in Quench-Rate 
Studies on Type 2219 Aluminum. 

- 8- IITRI-B6049- 12 



I : 
I* 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 
I 

W 
I 
0 
W 

- 

a 0 

a 
& 

I I 

1 I I 
I I I I I 

W 
Q 

W 
t- 

z 
w 
I 
V 
W 
a 
Ln 

5 

- 

O o o r  

B - B O I L I N G  W A T E R  QUENCH 

WETTING OF \ 
SPECIMEN -A 
B Y  WATER I 

I 
0 I I I 1 

0 IO 20 30 4 0 
T I M E ,  SECONDS 

LL 1000 

a 

a 
a 

c C -  15 SECONDS IN BOILING W A T E R ,  0 

W 

3 
I- 

F O L L O W E D  B Y  A I R  C O O L I N G  

A I R  
w 
Q, 

W 
I- 

Z 5 0 0 -  * 

z 

Fig.  3 - Cooling Curves for Various Quenching Conditions. 
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It should be noted (Figure 3 )  that when a hot specimen 
is immersed in boiling water, no wetting occurs until the speci- 
men has cooled nearly to the water temperature. Thus, heat ex- 
traction occurs only through a steam blanket, and is considerably 
slower than in cold water. 

2. Etch Rate Measurements 

Using the quenching technique just described, a large 
number of specimens were prepared. Cooling rates varied from 
air-cooling to quenching in ice water at 0°C (32°F). 
to cover the range of cooling rates between air cooling and a 
boiling water quench, specimens were immersed for various times 
between 0 and 25 sec in boiling water,folfowed by air cooling 
to room temperature. For more severe quench treatments, the 
water temperature was varied between 100°C (212°F) and 0 ° C  (32°F) .  

In order 

These specimens were then subjected to chemical milling 
under standardized conditions of time, composition, and tempera- 
ture, as follows: 

NaOH - 15 oz/gal. 
Temperature - 190°F 
Time - 30 min 
Five specimens were milled simultaneously and fresh 

solution used for each group s o  that all specimens received 
essentially identical treatment. The results are shown in 
Figure 4 .  The maximum in the curve indicates that a considera- 
bly higher milling rate would be expected in an area of a plate 
that had been covered with a steam blanket during quenching. 

These results were duplicated very closely in another 
group of specimens run under slightly different milling condi- 
tions. In this series, the quenching treatments were the same 
as described above, but the temperature of the NaOH solution was 
somewhat higher, resulting in a slightly higher etch rate for 

i l T  R E S E A R C H  I N S T I T U T E  
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a11 specimens. The r e su l t s  are shown i n  Figure 5 .  The maximum 
i n  the curve i s  a t  approximately the same "severi ty  of quench" 
as  i n  Figure 4 .  

Milling ra tes  were measured i n  several other  media, 
with the r e su l t s  shown i n  Table I. It i s  c lear  tha t  the 
differences due t o  quenching observed i n  NaOH are present t o  
about the same degree i n  the other a lkal ine media. 
of quenching i s  a lso noted i n  f e r r i c  chloride solut ions,  and 
becomes qui te  dramatic i n  d i lu te  HC1,  where at tack was qui te  
s l o w  except a t  the grain boundaries of the material  quenched 
i n  boi l ing water. 
as severely as  the weight l o s s  would indicate;  m o s t  of the 
aluminum was converted t o  f ine powder (actual ly  individual 
grains)  t ha t  s imply f e l l  away from the specimen. 

The e f f e c t  

Here the aluminum was actual ly  not attacked 

3 .  Electrode Potent ia l  Measurements 

In  the hope tha t  fur ther  l i g h t  might be c a s t  on the 
observed r e l a t ion  between quench r a t e  and mil l ing r a t e  fo r  
Type 2219 a l loy ,  a s e r i e s  of potent ia l  measurements were made 
on specimens during actual chem-milling runs. 
t ions tha t  obtain during chemical mil l ing are  cer ta in ly  not 
"reversible" i n  the thermodynamic sense, these data  are  more 
properly termed "corrosion" o r  "dissolution" potent ia ls .  
expression takes account of the f a c t  that  both anodic and 
cathodic reactions are  proceeding a t  extremely rapid rates and 
the measured potent ia l  i s  the "polarized ha l f - ce l l  potential" 
fo r  both the anodic and cathodic elements of the (vigorously) 
corroding couple. 
behavior of the specimen, but may  often be interpreted i n  the 
l i g h t  of the metallurgical d a t a  t h a t  a re  a l s o  avai lable .  

Since the condi- 

This 

Such measurements i n  no way "explain" the 

This experiment was e s sen t i a l ly  the same as those 
summarized i n  Figures 4 and 5 .  
paral le led by potent ia l  measurements, against  a nickel-nickel 

The weight l o s s  data  were s i m p l y  

I l T  R E S E A R C H  I N S T I T U T E  
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TABLE I 

MILLING RATES I N  VARIOUS MEDIA 

(Type 2219 aluminum, s o l u t i o n  t r e a t e d  2 hr a t  
990"-1000"F, quenched i n  w a t e r . )  

Weight L o s s ,  % 
Etching Quenched i n  Quenched in  

Etchant  Condition Boil ing Water Water a t  25°C 

Sodium Hydroxide 

Turco 13  

Wyandotte 
M i l - E t c h  

F e r r i c  
Chlor ide,  5% 

F e r r i c  
Chlor ide ,  5% 

Hydrochloric 
Acid 

15  oz /ga l ,  
190"F, 30 min 

39.0 

190"F, 30 m i n  22.9 

15 oz /ga l ,  39.5 
178"F, 30 m i n  

Not a c i d i f i e d ,  1 7 . 7  
Room temp., 
30 m i n  

Ac id i f i ed  with 25.8 
HC1, Room t emp . ,  
30 m i n  

1% by we igh t ;  21.0* 
Room temp., 
3 days 

35.0 

20.3 

36.5 

11.7 

16.2 

0 .5  

* 
Pronounced i n t e r g r a n u l a r  cor ros ion .  

I l T  R E S E A R C H  I N S T I T U T E  
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oxide reference electrode, 
recorder. The r e su l t s  are shown i n  Figure 6 ,  where once more 
the re la t ion  between quench severi ty  and mil l ing r a t e  i s  con- 
firmed. 

and recorded on the Speed-O-Max 

It i s  m o s t  surprising t o  f ind tha t  there i s  no re- 
l a t i o n  whatsoever between the mi l l ing  r a t e  curve and the 
potent ia l  curve. The explanation probably l i e s  i n  the f a c t  
t ha t  there  i s  no d i r ec t  re la t ion  between "corrosion rate" and 
"corrosion potent ia l ."  
termined by the couple current tha t  flows between local  anodes 

"he r a t e  of a t tack  on a metal i s  de- 

and local  cathodes. The potent ia l ,  however, i s  determined by 
the r e l a t ive  areas of anodic and cathodic zones and the E vs.  
I curves for  each of them, i . e . ,  t h e i r  "polarization" curves. 

I n  the present case, i t  i s  obvious tha t  the corrosion 
current  passes through a maximum a t  a "quench severity" approxi- 
mating immersion fo r  20 sec in  boi l ing water, followed by a i r  
cooling. On one s ide  of th i s  point the current i s  evidently 
l imited by the avai lable  cathodic areas ,  while on the other 
s ide the corrosion r a t e  is  limited by available anodic zones. 
There i s  no basis  on which one can decide which condition 
obtains on which s ide of the mi l l ing  r a t e  maximum. However, 
i t  i s  reasonable t o  believe tha t  on the very s l o w  quench s ide 
the aluminum s o l i d  solut ion is  more near ly  pure aluminum--hence 
more anodic (more negative)--while on the rapid quench s ide ,  
the so l id  solut ion i s  m o r e  noble--hence more posi t ive.  But 
t h i s  i s  only conjecture,  and i n  no way contributes t o  the 
solut ion of the problem. 

It remains tha t  i n  order fo r  Type 2219-T37 aluminum 
t o  be uniformly chem-milled i n  NaOH i t  must be uniformly quenched. 
The function of mi l l ing  solution composition w i l l  be discussed 
l a t e r .  

i i T  R E S E A R C H  i N S T i T U T E  
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C. Effect  of Cold Work 

Because the manufacture of Type 2219-T37 aluminum 
involves a ce r t a in  amount of cold work a f t e r  heat treatment, 
i t  was considered desirable  to  invest igate  the possible e f f ec t  
of t h i s  var iable  on mil l ing r a t e .  Accordingly, a number of 
specimens of Type 2219 a l loy were solut ion t reated a t  990"-1000"F 
and water quenched a t  2 5 ° C  (77'F). These were then subjected 
t o  simple compression i n  an hydraulic press t o  yield reductions 
i n  thickness of 0 ~ 7 % .  The specimens were then chem-milled i n  
sodium hydroxide, using the same conditions as described e a r l i e r .  
The dataare shown i n  Figure 7 .  

Although there  i s  somewhat more s c a t t e r  i n  the data 
than night  be expected (based  on the very good reproducibi l i ty  
of the quench r a t e  vs. milling r a t e  data) there  i s  l i t t l e  doubt 
t ha t  the degree of cold work i n  Type 2219 a l l o y  i s  without 
s ign i f icant  e f f ec t  on the chem-milling r a t e .  

D.  Hardness Variations 

There was available fo r  examination a sample p la te  
of 
and showed severe nonuniformity i n  mi l l ing  r a t e .  
sect ion of t h i s  p la te  was removed fo r  metallographic examination. 
The sect ion selected displayed both "fast" and "s low"  mil l ing 
zones i n  c lose proximity. Since i t  i s  d i f f i c u l t  t o  present 
the appearance of such regions photographically, the surface 
contours are  given a t  three "scan-line" posit ions on the speci- 
men; see Figure 8. 
represents a deeply milled "valley" flanked by l i g h t l y  milled 
"plateaus . I' 

Type 2219-T37 a l loy that  had been chem-milled a t  NASA (MSC) 
A typical  

The low point i n  the center  of Scan C 

I I T  R E S E A R C H  I N S T I T U T E  
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F i g .  8 - Milling Contours on Specimen of 
Type 2219-T37 Aluminum. 
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Samples were removed from the specimen a t  points "H" 

The r e su l t s  

and "L" (see t o p  of Figure 81, and hardness measurements made 
using a Vickers hardness t e s t e r  (DPH, 5 kg load).  
were: 

"High" region 
(slow milling) 

131 
125 
127 
126 
126 

Average 127 
- 

llLow" region 
( f a s t  mill ing) 

119 
123 
120 
115 
118 - 

Average 119 

These data indicate  tha t  the slower mil l ing zones 
were harder than the rapidly mil l ing areas .  
firms the e a r l i e r  indicat ion that  the more r a p i d l y  quenched 
areas are  slower mi l l ing  than the l e s s  severely quenched zones. 
The rapid-quench zones would be expected t o  be somewhat harder.  
than the slow-quench regions, since the former would have more 
f ine ly  precipi ta ted hardening const i tuents .  

This r e s u l t  con- 

E .  Metallographic Studies 

Having established the relat ionship between quenching 
treatment and mil l ing charac te r i s t ics  fo r  2219 a l loy ,  an attempt 
was made t o  r e l a t e  quench ra te  t o  metal lurgical  s t ruc ture .  
Samples of laboratory-prepared mater ia l  were selected from the 
specimens used i n  Section I I I - B  (above), as  well as from the 
large p la te  discussed i n  Section 111-D. Both opt ica l  (up t o  
100OX) and electron microscope (up t o  48,OOOX) examinations 
were made. 

I l T  R E S E A R C H  I N S T I T U T E  
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Samples from the high region " H i i  ( s l o w  etching) and 
the l o w  o r  f a s t  etching region !!L" of Figure 8 were mounted 
and examined a t  250 and 1 O O O X .  The r e su l t s  are shown i n  Figures 9 
and 10 ,  a t  250 and l O O O X ,  respectively.  There i s  not a great  
deal of difference evident a t  250X, probably the m o s t  pronounced 
difference being the somewhat c learer  def ini t ion of grain boun- 
dar ies  i n  the fast-etching zone. A t  lOOOX (Figure 10) one can 
dis t inguish the greater  degree of precipi ta t ion i n  the f a s t -  
etching specimen, as well as the precipi ta te-free region i n  
ce r t a in  grain boundaries. The slow-etching sample, however, 
shows much l e s s  general precipi ta t ion and no marked grain 
boundary features  e 

When electron micrographs of the "slow' '  and "fast"  
etching regions were examined, no dramatic differences were 
evident,  although the r e l i e f  e f f ec t s  produced on etching the 
"L" zone a re  more noticeable than those i n  the "H" zone. These 
e f f ec t s  are  undoubtedly due t o  the greater  amount of precipi-  
t a t i on  i n  the "L" region. 

F. Aging Studies 

I n  the investigation of Type 2014 aluminum a l loy  
(described l a t e r  in  t h i s  report)  the e f f ec t  of aging treatment 
on the mil l ing qua l i t i e s  of the metal w a s  found t o  be very great .  
Accordingly, i t  was decided t o  study various aging treatments 
for  Type 2219 aluminum i n  the hope tha t  more uniform chemical 
mil l ing could be achieved i n  p la tes  t ha t  had not received 
uniform quenching. 

Accordingly, the experimental plan presented i n  
Figure 11 was devised. The "normal" condition for  2219 i s  a 
room-temperature water quench followed by cold working. 
the cold work has l i t t l e  e f fec t  on mil l ing r a t e ,  as shown e a r l i e r .  
The other quench conditions shown i n  Figure 11 were included t o  
simulate the metallurgical conditions of the several  areas 

However, 

I l T  R E S E A R C H  I N S T I T U T E  
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N e g .  No. 29458 X250 
"Fast"-Etching Area. Note Grain Boundary Attack 

Neg, No. 29459 X250 
"Slog'-Etching Area. Note Lesser Grain Boundary Attack 

Fig. 9 - Structure of Type 2219-T37 Aluminum. 
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XlOOO Neg, No, 29461 
"Fast"-Etching Area. Note Precipitate-Free Grain Boundary Zones. 

XlOOO Neg. No. 29460 
"Slow"-Etching Area. Note Lesser General Precipitation. 

Fig. 10 - Structure of Type 2219-T37 Aluminum (Same Specimens 
as Figure 9, but higher magnification). 
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of a nonuniformly quenched plate. 
included as possible methods for "erasing" the undesirable 
quench effects. 

The aging treatments were 

Duplicate specimens of each type were chemically 
milled for 15  min in NaOH (15 oz/gal, 190'F) and the weight 
losses measured. The results are shown, as average per cent 
weight loss, under each specimen type in Figure 11. 

Comparison of the "no further treatment! specimens 
from the several quench temperatures shows the customary slower 
etch rate for room temperature quenched metal. Unfortunately, 
just about the same range of etch rates were shown by samples 
receiving aging treatments "A" and ''B" , so that one must con- 
clude that the aging steps are not capable of correcting the 
metallurgical inhomogeneities responsible for nonuniform netal 
removal. It was noted, however, that the specimens quenched 
at 180°F and given the "standard" aging treatment ("A" in 
Figure 11) showed somewhat smoother milling than did the others. 
This is in accord with the results obtained on Type 2014 (dis- 
cussed in a subsequent section) 

G a Conclusions 

The composition of Type 2219 aluminum is such that 
its microstructure is quite sensitive to the thermal treatment 
received during manufacture. Because it has a very high level 
of alloying elements (especially copper, which is over 6%), 
all of the alloying ingredients cannot be taken into solution 
at the temperature of the 'lsolution-treatmentll (990°-10000F). 
This means that the changes that occur during quenching of the 
alloy will be quite sensitive to cooling rate--more so than if 
all the alloying elements were in true solid solution at the 
elevated temperature, In the latter case, one might expect 
that formation of precipitates would be contingent on formation 
of centers of nucleation after quenching to the lower tempera- 
ture and, hence, be relatively insensitive to the exact path 

I I T  R E S E A R C H  I N S T I T U T E  
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of the temperature vs, time curve. But with undissolved pre- 
cipitate already present throughout the alloy, the response 
to cooling would be immediate and a sensitivity to cooling 
rate would, therefore, be expected. 

It should be emphasized that the mechanical proper ies 
of Type 2219 aluminum are not nearly so sensitive to the thermal 
treatment received during quenching as are the milling properties. 
A plate such as shown in Figures 8, 9, and 10 will undoubtedly 
satisfy specifications with regard to strength, ductility, and 
siinilar criteria. The differences in structure that are re- 
sponsible for chemical milling variations are quite insignificant 
from the usual metallurgical point of view. 

If alloys such as Type 2219-T37 must be chem-milled, 
then it appears essential that one of two approaches be followed: 
(1) incorporate quenching techniques that will avoid steam 
blankets on the plate, with consequent cooling irregularities; 
or (2) discover a chemical milling composition that will mask 
the electrochemical differences between fast and slow-quenched 
areas. This latter approach has been attempted, but with 
limited success. Certainly a promising direction would be the 
use of copper-complexing chemicals that are compatible with 
NaOH at high temperatures. The most obvious is cyanide, and 
it was, in fact, at least partly successful when tested some- 
time ago (Contract No. NAS 8-11718, Straza Industries, September 
4, 1964). Attempts to discover other additives that would be 
nontoxic and more readily disposable were not promising (Contract 
No. NAS 8-11444, IIT Research Institute, April 29, 1965). 

In summary, the successful chem-milling of Type 2219-T37 
aluminum can probably best be achieved through modification of 
the quenching techniques employed by the alloy manufacturer. 
Vertical immersion quenching in water would very probably be 
superior to the spray-quenching currently used. 
inconvenience of these modifications, however, make it quite 

The cost and 

I I T  R E S E A R C H  I N S T I T U T E  
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impract ical .  Since the discovery of chemical agents tha t  
avoid nonuniform mil l ing in  spi te  o f  metallurgical differences 
i n  the a l l o y  a lso seems remote, i t  appears that  a mechanical 
method of mil l ing i s  a f a r  more sa t i s fac tory  solut ion.  A s  
pointed out e a r l i e r ,  t h i s  i s  the trend a t  present.  

I V .  STUDIES OF TYPE 5456 ALUMINUM 

A .  Yield Point Phenomena 

This aluminum alloy contains about 5% magnesium and 
i s  readi ly  weldable. 
copper and copper-zinc aluminum al loys , i t s  weldabili ty makes 
i t  desirable  i n  ce r t a in  applications.  

Although not as  high-strength as the 

One of the interest ing features  of t h i s  a l loy i s  i t s  
tendency t o  form s t r e t ch  marks when i t  i s  p l a s t i ca l ly  deformed. 
These m a r k s  a re ,  i n  f a c t ,  regions of nonuniform yielding, and 
r e s u l t  i n  the formation of localized bands of a l te rna t ing  thick 
and th in  regions. Such bands can form i n  two d i s t i n c t  regions 
on the s t r e s s - s t r a in  curve of an al loy;  one a t  the yield point ,  
the  other a t  a point near the ul t imate  s t rength of the metal. 

These phenomena can bes t  be i l l u s t r a t e d  by reference 
t o  Figure 1 2 ,  i n  which a typical  s t r e s s - s t r a in  curve fo r  a 
specimen of annealed Type 5456 aluminum i s  plot ted.  This i s  
a reproduction of the upper part  of the curve, which was made 
on an Instron t ens i l e  tes t ing  machine. 

There w a s  no indication of v i s i b l e  bands formed a t  
the yield point--there were essent ia l ly  no t rue  "Luderl' l i n e s ,  
such as  a re  often observed at  the yield point of other metals. 
The nonuniform yielding a t  the t o p  of the curve, however, w a s  
accompanied by the appearance of very pronounced and regular ly  
spaced s t r e t c h  marks. 
the present study. 

These l a t t e r  marks were the subject  of 

I l T  R E S E A R C H  I N S T I T U T E  
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Portevin - LeCha te l ier  'I 

OR "Flamboyant"  MARKINGS 

i 
I 

I 

Y I E L D  POINT;  REGION 

L u d e r  L I N E S  
OF F O R M A T I O N  OF 

P L A S T I C  S T R A I N ,  PER CENT 

F i g .  1 2  - Upper Por t ion  of S t r e s s - S t r a i n  Curve f o r  Type 5456 
A l u m i n u m  Alloy. , 

(Solut ion Trea ted  2 hr a t  859"F, furnace cooled.) 
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The question t o  be answered was whether o r  not the 
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s t r e t c h  marks j u s t  described can i n  any way influence the 
chemical mil l ing charac te r i s t ics  of the 5456 al loy.  Specifi-  
c a l l y ,  do they m i l l  uniformly, do they become exaggerated, o r  
do they tend t o  disappear during mil l ing? 

I 

B. Chem-Milling of Stretched Specimens 

An experimental plan had been worked out e a r l i e r  t o  
answer these questions and a t  the same time t o  c l a r i f y  the 
conditions under which the s t re tch marks appear. A s  shown i n  
Figure 1 3 ,  specimens of Tpe  5456-TO a l l o y  were given various 
cold-rol l ing treatments from 0 t o  30%, a f t e r  which they were 
s t re tched as indicated.  The object w a s  t o  determine how pre- 
liminary cold work by ro l l ing  might be employed t o  prevent 
formation of Luder l i n e s .  However, as pointed out already, 
t h i s  a l loy does not form true Luder l i n e s ,  and the problem was 
resolved in to  a study of the "flamboyant markings" which appear 
a t  very high t o t a l  s t r a i n s .  Nevertheless, the information ob- 
tained was qui te  valuable because i t  showed tha t  the s t r e t ch  
marks a re  much more pronounced when an annealed specimen i s  
s t re tched than when a cold-rolled specimen i s  s t re tched.  

I n  Figure 1 3  the specimens tha t  showed s t r e t ch  marks 
v i s i b l e  t o  the eye are  indicated by an a s t e r i sk  above the 
appropriate box. 

These 24 specimens were scanned with a "proficorder" 
and records made of the  surface contour of each specimen p r i o r  
t o  chem-milling. 
0.0025 i n .  on each s i d e ,  and the p ro f i l e  again recorded. This 
sequence was then repeated a f t e r  mil l ing an addi t ional  0.006 i n .  

They were then milled t o  a depth of about 

from each s ide.  

The data  are  en t i re ly  t o o  voluminous t o  permit pre- 
sentat ion of a l l  of the prof i les .  
the e f f ec t s  found with selected se r i e s  of t races .  

It w i l l  su f f ice  t o  i l l u s t r a t e  

I l l  R E S E A R C H  I N S T I T U T E  
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In Figure 14 are shown the traces before milling and 
after two successive milling steps, for a specimen that showed 
no stretch marks prior t o  chem-milling (taken from group "A" 

of FigGre 13). Shown in Figure 15 are the results of milling 
a specimef? which was subject to pronounced stretch marking 
(from group "B" of Figure 13). The results are clear--the 
stretch marks are neither accentuated nor erased by chemical 
milling in NaOH. e 

To clarify the matter of exactly when the stretch 
marks appear in the practical fabrication of space vehicles, 
a further series of specimens were stretched, scanned, chem- 
milled, and scanned again. At the same time, certain of these 
specimens were chem-milled in other etching media to determine 
whether the marks could be removed by those media. 

It was found that stretch marks appear in the Type 
5456-Ii343 material after it is stretched about 4 1/2%. Thus, 
if this type of material must be stretched to this degree during 
fabrication, marks must be expected, even though they were ab- 
sent in the alloy as received from the mill. Furthermore, the 
stretch marks cannot be removed during milling. These points 
are illustrated in Figures 16, 17, 18, and 19, which are self- 
explanatory ' 

C. Conclusions 

Strain markings are produced in Type 5456 aluminum 
regardless of its past thermal or mechanical history. Once 
produced, these markings are neither removed nor made more 
pronounced by chem-milling. Results of limited experiments 
in proprietary etchants make it quite unlikely that any-different 
results will be obtained in other milling media. That is, the 
evidence is that stretch marks are not electrochemically signifi- 
cant in the chem-milling process, Rather, they are simply 
mechanical effects that produce dimensional variations in the 
metal, but do not cause any acceleration or deceleration of milling. 

I l f  R E S E A R C H  I N S T I T U T E  

-31- I I T R I  - B6049 - 12 



I 
I- 
I 
I 
I 
I 
I 
I 
c 
8 
I 
t 
8 
8 
I 
8 
1 
I 
1 

a 
Q) 
ri 
rl 

-32- I I T R I  -B6049- 12 



I 
I 
I 
I 
I 
I 
I 
I 
L 
I 
I 
I 
I 
I 
I 
I 
1 
t 

I 

i 
I 
I 

I 
i ! 

* 
I 
i 
! 
I 
j 
i 

cl 

I j 

-33-  IITRI-B6049-12 



- - , - - -  F-- 

- J T  

' ,  
_ _  . - - -  

, I  

' I  

C 
4 

Q) 
k u 
v) 

w 
0 

IITRI-B6049- 12 



rw 
0 

4 c 

-35- 



-36- 

an 
C 
4 
rl 
4 
4 c 
k aJ 
JJ 
w 
4 

4 
U 

I 
I4 
d 

aJ 
U 

c 

c 
d 

4 U 

Q) 
k 



I 

I --I- ! 

I 
-37- 



I f  the dimensional e f fec ts  of s t r e t ch  marks must be 
avoided i n  space vehicles ,  the  forming must be done a t  su f f i -  
c i en t ly  l o w  levels  of deformation tha t  the s t r a i n  markings do 
not  appear. 

V .  STUDIES OF TYPE 2014 ALUMINUM 

A .  Rough Etching 

The chief d i f f i cu l ty  met i n  the chem-milling of 
Type 2014 a l l o y  i s  the tendency t o  develop a rough surface.  
Specif ical ly ,  the  2014-T451 material  (natural ly  aged a f t e r  
solut ion heat treatment) becomes rough on mil l ing,  whereas 
2014-T651 m i l l s  qui te  well, retaining a s a t i n  smooth surface.  

Typical surfaces of 2014-T451 and 2014-T651 a f t e r  
mi l l ing  fo r  15 min i n  NaOH (15 oz/gal)  a t  170°F are  shown i n  
Figure 20. 
the  r e l a t ive ly  minor microstructural  differences between the 
T4 and T6 temper i s  ra ther  surprising. Accordingly, a ser ies  
of experiments were designed to  study the e f f ec t  of solut ion 
treatment temperature, aging rout ine,  and a l loy  composition 
var ia t ions on the mil l ing properties of Type 2014 al loy.  

That such diss imilar  behavior could r e s u l t  from 

E .  Aging Variations 

The experiment shown i n  Figure 2 1  was designed and 
car r ied  out.  The s t a r t i n g  material was a sample of Type 2014- 
T651 p la t e ,  approximately 0.25 in .  thick.  Preliminary experi- 
ments showed t h a t  t h i s  p la te  gave a very smooth surface when 
chem-milled i n  NaOH, whereas a sample of 2014-T451 p la te  (from 
a d i f fe ren t  l o t  of mater ia l )  showed re l a t ive ly  rough etching 
(Figure 20). 

The plan (outlined i n  Figure 2 1 ) ,  therefore ,  w a s  t o  
determine i f  the T651 material would yield a rough surface i f  
converted back t o  a T4 condition by solut ion treatment and 
quenching, and i f  it would become smooth-milling once more when 
a r t i f i c i a l l y  aged. 

I I T  R E S E A R C H  I N S T I T U T E  
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Neg. No. 31241 Naturally Aged lox 

Neg. No. 31242 Artificially Aged lox 

Fig. 20 - Comparison of Milling Characteristics of Naturally 
Aged and Artificially Aged Type 2014 Aluminum. 
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The mil l ing r e su l t s  are  given under each of the boxes 
i n  Figure 21 .  Qne very s t r iking r e su l t  was that  t h i s  par t icular  
l o t  of 2014 a l loy  d i d  not yield nearly so rough a surface when 
milled i n  the natural ly  aged condition as  d i d  the other l o t  of 
Type 2014 (or iginal ly  received i n  the T451 condition).  The 
difference between the naturally-aged and ar t i f ic ia l ly-aged  
s t a t e s  was apparent, however, even i n  the l e s s  ftage-sensitive" 
a l loy .  

It should be noted here tha t  the quenching temperature 
did not seem t o  influence the mil l ing charac te r i s t ics  of  the 
a l loy ,  nor d i d  the length of time of aging a t  room temperature 
a f f ec t  the mil l ing smoothness 

Obviously, the next experiment was t o  repeat the aging 
comparison with the other l o t  of Type 2014 al loy.  This was 
car r ied  out as  shown i n  Figure 22 ,  i n  which the quench tempera- 
t u re  was not var ied.  
under each etching condition. 

The mill ing r e s u l t s  a re  shown i n  Figure 22 ,  

It w i l l  be noted that t h i s  l o t  of metal showed a very 
s t r o n g  react ion t o  the aging treatment, even though chemical 
analysis  showed both l o t s  of 2014 a l loy  t o  be nominally the 
same mater ia l .  One can only  conclude, therefore ,  that  minor 
chemical differences i n  the a l l o y  do indeed influence i t s  re- 
sponse t o  aging treatments and, i n  turn,  i t s  mil l ing character-  
i s t i c s .  In order t o  c l a r i f y  t h i s  point ,  however, i t  would be 
necessary t o  study dozens of specimens from di f fe ren t  l o t s  of 
2014, and t o  correlate  the aging behavior (and mil l ing qua l i t i e s )  
with the chemical analysis .  

One fur ther  experiment was performed, however, with 
the object of determining the minimum temperature a t  which 
a r t i f i c i a l  aging would make i t s e l f  evident i n  the mil l ing pro- 
pe r t i e s  of the al loy.  The aging time w a s  se lected a r b i t r a r i l y  
a t  5 h r ,  and a se r i e s  of samples of solut ion-treated and quenched 
Type 2014 aluminum were t reated a t  temperatures from 260" t o  340°F 

I l T  R E S E A R C H  I N S T I T U T E  
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The results of milling tests on these specimens are shown in 
Table 11. Clearly, the onset of smooth milling occurs at a 
temperature close to 320°F. 

C. Solution Treatment Temperature 

It was at first considered possible that the remarkable 
difference in the two alloy lots discussed above night be due 
to a difference in the solution treatment each had received 
during manufacture, Accordingly, a number of specimens of 
Type 2014-T651 were given the several treatments summarized 
in Figure 2 3 .  
the  specimens being quenched in water at room temperature. For 
the "standard" solution treatment temperature of 935"F, samples 

Three different solution treatments were compared, 

were quenched and stored in different ways before milling to 
check the influence of aging temperature, 

The results are given below each box in Figure 2 3 .  
It is clear that neither the exact solution-treatment temper 
ture  nar the aging temperature had significant effects on the 
milling qualities of the alloy. 
from Figure 22, all the specimens of Figure 23 were essentially 
"rough-milling" as compared to artificially aged specimens of 
t he  same lot of alloy. 

While not as rough as samples 

De Eleetron Microprobe Study of Aging 

In the hope that a significant difference might be 
found in the distribution of the principal alloying ingredient 
(copper) between the naturally and artifically aged conditions, 
microprobe specimens were taken from the samples marked with 
an asterisk i n  Figure 2 2 .  

The specimens were scanned at an X-ray wavelength 
selected to detect copper in the alloy. Both electron micro- 
graphs and copper distribution patterns are presented in 
Figure 2 4 ,  for both naturally and artificially aged specimens 
taken from the same lot of alloy. 

I l l  R E S E A R C H  I N S T I T U T E  
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TABLE I1 

EFFECT OF AGING TEMPERATURE ON MILLING 
ROUGHNESS IN TYPE 2014 ALLOY 

Aging Spechen 

"F 7n  Condition 
lemperature , Weight Loss, Surf ace 

75 

200 

2 80 

300 

320 

34 0 

15.8 and 18.6 
18,3 

15.9 
16.2 

1 4 , 3  
14.5 

14.9 
14 .5  

16 $ 4  
16,2 

1 6 . 5  
15.9 
1 5 ' 0  

Rough 
Rough 

Rough 
Rough 

Rough 
Rough 

Rough 
Rough 

Smooth 
Smooth 

Smooth 
Smooth 
Smooth 

All specimens solution-treated at 935°F for 2 hr, 
quenched i n  water at room temperature, aged for 
5 hr at various temperatures. 
NaOH (15 oz /ga l )  for 1 5  min. 

Chem-milled in 

I l l  R E S E A R C H  I N S T I T U T E  
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As-Received 
Type 2014-T651 I Alloy 

Quench in Quench in  

and Store in Roam Temp. Room Temp. 
Refrigerator and Hold a and Reheat 

Water A t  

Room Temp. L 5 hr at 212°F 
Rough 

* 

Fig. 23 - Study of Solution Treatment Temperature on Milling 
of Type 2014 Aluminum. 
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Electron Image x17 
Matu 

0 
rally 

eU Radiation Image X 1 7 0  
Aged 

Electron Image X 1 7 0  Cu Radiation Image X 1 7 0  
Artificially Aged 

F i g .  24 - Electron Microprobe Pictures of Type 2014 Aluminum. 
(Specimen preparation shown in F i g .  22) 
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The pictures  indicate t h a t  there i s  no s t ruc tu ra l  
difference of consequence i n  the t w o  samples--a r e s u l t  not 
unexpected i n  view of the very s l i g h t  movement of elements 
t h a t  w i l l  accompany a heat treatment of so  mild a nature as 
a r t i f i c i a l  aging a t  340°F. 

E .  Mill ing 2, ?:her K-cGgents 

A comparison of the mil l ing cha rac t e r i s t i c  of Types 
2014-T452 and 2014-T651 i n  several additional solutions w a s  
car r ied  out .  Surprisingly,  the r a t e s  of a t t ack  were qui te  
d i f f e r e n t  f o r  the two tempers  when they were milled i n  f e r r i c  
chlor ide.  
a lka l ine  media, but the a r t i f i c i a l l y  aged material consis tent ly  
underwent more rapid a t t ack ,  

F. 

They were m c h  more nearly the same i n  a l l  the 

The data  a re  shown i n  Table 111. 

Time and Temperature Effects of Milling 

It w a s  considered desirable t o  learn whether the 
roughness developed i n  mil l ing the T4 temper  of 2014 a l loy  i s  
a function of the metallurgical s t ruc tu re  only, o r  i f  i t  i s  
a f fec ted  s ign i f i can t ly  b y  the temperature-time combination used. 
That i s ,  does the roughness depend merely on removing a c e r t a i n  
depth of metal, o r  does the amount of roughness vary w i t h  the 
rate of removal? 

Accordingly, t h e  experiment outlined i n  Figure 25 w a s  
Three d i f f e ren t  temperatures were designed and car r ied  out .  

used and four times of mill ing,  selected t o  produce comparable 

depths of removal on a l l  specimens. 
i s  recorded f u r  each specimen, together with the surface f i n i s h  
produced 

The per cent weight l o s s  

I t  i s  c l e a r  from these da ta  t h a t  i n  t h i s  etching 
medium, the time and temperature of mil l ing a r e  of secondary 
importance i n  determining the surface f i n i s h  produced. 
roughness i s  developed i n  the T451 material  a t  a weight l o s s  
of approximately 10-15% (corresponding t o  about 0.012-0.018 i n . )  , 
whereas the T651 i s  smooth i n  a l l  cases ,  regardless of depth of 

The 

penetration. I l T  R E S E A R C H  I N S T I T U T E  
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T A B U  111 

MILLING U T E S  FOR TYPE 2014 A L U M I m  
I N  VAROUS MEDIA 

Specimen 

"!, 
Aging Time, Weight Loss,  

NaOH, 15 oz/gal ,  170°F 

Condition min 

Natural 
Natural 
A r t i f i c i a l  
A r t i f i c i a l  
Natural 
Natural 
A r t  if ic i a l  
A r t  if icial 
Natural 
Natural 
A r t  i f i e i a l  
A r t  if i c  i a l  

N a  t ur a1 

A r t i f i c i a l  

Natural 
A r t i f i c i a l  

Natural 
A r t  i f i e i a l  

5 
15 
5 
15 
5 
15 
5 
15 
5 
15 
5 
15 

- FeClZ9 42" Baum6 , Room Temperature 
5 
10 
15 
5 
10 
15 

Turco, 190°F 
15 
15 

Mil-Etch, 190 "F 

15 
15 

5.3 
15.8 
5.5 
16.5 
6.1 
18.3 
5 -0 
15.9 
6.2 
18.6 
5.0 
15.0 

1.0 
2 -0  
31.4 
1.9 
38.8 
100 

12.4 
13 -9 

16.2 
23.2 

I I T  R E S E A R C H  I N S T I T U T E  
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Type 2014-T451 

5 m i n .  10 snin. 15 m i n .  20 rnin. 

190°F Rough Rough 
16.4% 13.7% 

170°F 

l6O'F 

Semi-Rough 
9.3% 

Rough 
13.8% 

Semi -Rough  Rough 
3.3% 14.4% 

Type 2014-T651 
5 m i n .  10 min. 15 m i n .  20 m i n .  

190°F Smooth 
15 * 5% 

Smooth 
15.1% 

170'F Smooth 
9.6% 

160°F 

Smooth 
14.4% 

Smooth 
6.0% 

Smooth 
15.2% 

Fig.  25 - Time and Temperature Effec ts  on the  Mill ing of Type 2014 
Aluminum. 

-49- IITRI-B6049-12 



While this by no means implies that it is impossible 
to mill the T4 temper smoothly (see discussion later), it cer- 
tainly is reasonable to conclude that it is not likely that it 
can be done with simple variations in the mode of operation of 
a sodium hydroxide solution. 

G. Microscopic Study of Roughness 
Devel npmen t Wring :.li 11 ing 

In an effort to correlate the metallurgical structure 
ofType  2014alloy with its milling behavior, a series of photo- 
graphs were made of selected areas of 2014 specimens after 
different periods of milling. Although it was very difficult to 
identify a particular area of a specimen after more than about 
1 min of milling in NaOH, the pictures that follow can be 
directly superimposed throughout the milling sequence (10-15 min). 

Samples of Type 2014-T451 and Type 2014-T651 were 
polished metallographically, etched to reveal structure, and 
photographed at different magnifications prior to milling, as 
shown in Figures 26 and 27. Holes were drilled in the specimens 
to serve as reference points in photographing the same area at 
various stages of chem-milling. The sequence of pictures for both 
tempers are shown in Figures 28 and 2 9 ,  with the final appearance 
of the specimens shown in Figure 30. 

Obviously, roughness develops very rapidly and obliterates 
the original structure. Nevertheless, it is quite clear that the 
"hills and valleys" that develop are of a much larger dimension 
than the microstructural features of the alloy. 
therefore, that roughness is "self perpetuating" in certain alloys 
that favor it, but that the roughness is not caused by "selective 
etching" of certain grains or certain microconstituents. More 
will be said of this later. 

One must conclude, 

I l T  R E S E A R C H  I N S T I T U T E  
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Neg. No. 30835 
(a) Magnification 50X 

-- 
Neg. No. 30836 

Fig. 26 - Structure of Type 2014-T451 Aluminum Before 

(b) Magnification l O O X  

Chem-Milling (Naturally Aged) . Rectangles 
Show Area of Next Higher Magnification, 
Keller's Etch. 
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Neg. No. 30837 
(c) Magnification 250X 

Neg. No. 30838 

Fig. 26 (cont'd) - Structure of Type 2014-T451 Aluminum 
(d) Magnification looox 

Before Chem-Milling . 
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Neg. No. 30886 
(a) Magnification 50X 

Neg. No. 30887 

Fig. 27 - Structure of T y p e  2014-T651 Aluminum Before 
Chem-Milling (Artifidally Aged). Rectangles 
Show Area of Next Higher Magnification. 
Keller' s etch. 

(b) Magnification 100X 
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Neg. No. 30888 
(c) Magnification 250X 

Neg. No. 30889 
(d) Magnification lOOOX 

F i g .  27 (cont'd) - Structure of Type 2014-T651 Aluminum 
Before Chem-Milling . 
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Neg. No. 30835 
(a) Or ig ina l  Surface 

5 0 X  

Neg. N o .  30839 
(b) 5 see. e t c h  

5 0 X  

F ig .  28 - Chem-Milling Sequence f o r  Type 2014-T451 
Aluminum (Natura l ly  Aged). All photographs 
are of the same a r e a  of t h e  specimen. 
Etching medium: NaOH, 15 o z / g a l ,  190°F 
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Neg. No. 20846 
(c) 20 see. etch 

50X 

Neg. No. 30850 

Fig. 28 (cont'd) - Chem-Milling Sequence for 
(d) 45 sec. etch 

Type 2014-T451 Aluminum. 

5 0 X  
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Neg. No. 30858 50X 
(e) 75 sec. etch 

50X Neg. No. 30862 
(f) 150 sec. etch 

Fig. 28 (cont'd) - Chem-Milling Sequence f o r  
Type 2014-T451 Aluminum. 
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Neg. No. 30865 
(g) 5 min. etch 

50X 

Neg. No. 30868 50X 
(h) 10 min. etch 

Fig. 28 (cont'd) - Chem-Milling Sequence for 
Type 2014-T451 Aluminum. 
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Neg. No. 30880 
(i) 15 min. etch 

50X 

Fig. 28 (concluded) - Chem-Milling Sequence for 
Type 2014-T451 Aluminum. 
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Neg. No. 30886 
(a) Original Surface 

5 0 X  

Neg. N o .  30890 
(b) 5 sec. e tch 

sox 

Fig. 29 - Chem-Milling Sequence f o r  Type 2014-T651 
Aluminum ( A r t i f i c i a l l y  Aged) . 
a re  of the same area of the specimen. 
Etching Medium: NaOH, 15 oz/gal ,  190°F. 

A l l  photographs 
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5 0 X  Neg. No. 30919 
(c) 20 sec. etch 

Neg. No. 30940 50X 
(d) 45 sec. etch 

Fig. 29 (cont'd) - Chem-Milling Sequence f o r  
Type 2014-T651 Aluminum. 
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Neg. N o .  30944 
( e )  75 sec. etch 

50X 

I 
1 
I 
I 
1 
I 
I 
I 
I 
8 

Neg. No. 30955 
( f )  150 sec. e t c h  

50X 

F ig .  29 (cont 'd )  - Chem-Milling Sequence for 
Type 2014-T651 Aluminum. 
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Neg. No. 30960 
(g) 5 min. e t c h  

5 0 X  

Neg. No. 30964 
(h) 10 m i n .  e t ch  

5 0 X  

F ig .  29 (concluded) - Chem-Milling Sequence f o r  
Type 2014-T651 Aluminum. 

-63- IITRI-B6049-12 



8 
8 
I 
1 
8 

651 451 

Neg. No. 30996 

Fig. 30 - Surfaces of Specimens of Type 2014-T451 and 2014-T6Si 
Aluminum after Etching Sequences of Figures 28 and2Q. 
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H a  Conclusions 

The rough etching displayed by Type 2014-T451 aluminum 
is simply a characteristic of that aging condition, and is not 
due to defects in the manufacturing sequence. 

There is evidence t o  show that there is probably an 
effect of composition on the degree of roughness produced when 
the alloy is milled in the T4 condition, but certainly not 
enough information is available to decide which elements are 
particularly important. 
study of the etching of a large number of lots of 2014 material, 
t oge the r  with a statistical correlation of the etching properties 
with the chemical composition of each lot. The problem seems 
most easily solved, however, by simply performing all chem-milling 
of 2014 alloy while it is in the artificially aged Condition (T6) .  

This could be determined by a thorough 

Xt is clear from the studies performed that the rough- 
ness that develops during etching of the T4 material is not 
directly related to corresponding microstructural zones. 
it appears that the type 2014-T451 material simply undergoes 
what might be called "spontaneous separation" of anodic and 
cathodic zones. That is, as etching proceeds, the cathodic 
activity tends to increase in certain areas, while the anodic 
activity tends to concentrate in other areas. These zones are 
of "macro" dimensions , seemingly unrelated to the "micro" 
structure of the metal. When this segregation of electrochemical 
function occurs, the anodic zones, of course, suffer intensified 
attack and are the sites of pit development. 

Instead, 

In the artificially aged material, however, this effect 
seemingly does not occur. Instead all zones tend toward an equal 
distribution of anodic and cathodic sites. Not only is there this 
tendency toward establishing "electrochcaical homogeneity," 
but this equalized distribution appears to be the stable dynamic 
condition. Thus, if a slight nonuniform attack occurs locally 

I l f  R E S E A R C H  I N S f l T U T E  
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on the metal, i t  seems tha t  there i s  a "self-restoring" tendency, 
the r e s u l t  of which i s  an increase i n  r a t e  of a t tack on high 
s p o t s  and, therefore ,  a smoothing e f f e c t .  

V I .  STUDIES OF TYPE 7075 ALUMINUM 

A. Aging Experiments 

As with Type 2014 a l loy ,  the d i f f i c u l t y  frequently met 

O f  the  i n  chem-milling Type 7075 aluminum i s  surface roughness. 
mater ia ls  provided fo r  study i n  the present program, one l o t  of 
Type 7075 a l loy w a s  received i n  the -0 temper, while one was 
7075-T6. 
sodium hydroxide, while the former showed considerably rougher 
etching, a t  f i r s t  thought t o  be related t o  the larger  grain s i ze  
of t ha t  mater ia l .  

The l a t t e r  material  showed very smooth etching i n  

Recalling the effects  of quenching r a t e  and aging 
treatments on the mill ing properties of Types 2219 and 2014, the 
experiment of Figure 31 w a s  planned €or Type 7075. In  the cate- 
gories  (a) t o  ( e ) ,  specimens were milled f o r  various times i n  
NaOH (15 oz/gal a t  190'F) t o  observe the tendency toward develop- 
ment of roughness. The conditions included "W" (solut ion annealed 
and quenched) as well as three d i f fe ren t  aging treatments for 
one l o t  o f  7075, while the other l o t  was milled i n  the T6 con- 
d i t i on .  Thus, group "b" and "er' are nominally the same except 
t h a t  they are  from t w o  different  l o t s  of aluminum. 

The response t o  mill ing w a s  judged v isua l ly  and by 
a "proficorder" measurement a t  0 ,  5 ,  10, and 15 min. of mil l ing.  
The r e s u l t s  a re  shown i n  Figures 32-36, where the proficorder 
records are  shown f o r  each specimen and a t  each time period. 
In  each t racing,  the t o t a l  distance along the t race i s  about 
0 .2  in . ,while  the roughness scale i s  100 microinches/division. 
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10 min. 

Fig. 32 - Proficorder Records During Chem-Milling of Type 7075 
Specimens f r o m  Series (a) of Figure 31. 
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15 min. 

F ig .  32 ( con t ' d )  - Prof icorder  Records During Chem-Milling of 
~ 

Type 7075 Specimens from S e r i e s  (a) of Figure 31. 
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F i g .  33 - Prof i co rde r  Records During Chem-Milling of Type 7075 
Specimens from S e r i e s  @)of Figure  31. 
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Fig.  33 (cont'd) - Proficorder Records During Chem-Milling of 
Type 7075 Specimens from Series(b)of Figure 31. 
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0 min. 

10 min. 

15  min. 

F ig .  34 - Proficorder  Records During Chem-Milling of Type 7075 
Specimens from Series  (c)of Figure 31. 
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10 min. 

Fig. 35 - Proficorder Records During Chem-Milling of Type 7075 
Specimens f r o m  Series(d)of Figure 31. 
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F i g .  35 (cont 'd )  - Prof i co rde r  Records During &em-Milling of 
Type 7075 Specimens from Ser i e s (d )o f  Figure 31. 
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0 min. 
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10 min. 

15 min. 

F ig .  36 - Proficorder  Records During Chem-Milling of Type 7075 
Specimens from Ser ies (e)of  Figure 3 1 .  
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It is clear from the records that the as-received 
Type 7075-T6 (series e) shows quite the smoothest milling. 
This was confirmed visually. Of the several variations on 
this lot of alloy that was received in the -0 condition, series 
c and d were certainly smoother than a or b, but not as smooth 
as e. 

Thus, the conclusion must be drawn that the variations 
in Type 7075 alloy must be due,at least in part, to compositional 
or structural differences in the original lot of material, and 
- not due primarily to heat-treatment variations. 

Confirmation of this view was found when metallographic 
examination was made of (nominally) identical specimens taken 
from series b and e of Figure 31. The micrographs are shown 
in Figure 37. The conclusion is evident that the two lots of 
alloy are quite comparable in terms of grain size and degree 
of recrystallization. The sample from series b, however, 
clearly shows a great deal more dark-etching precipitate than 
does the sample from series e. Just how this structural dif- 
ference causes the one lot to etch rough while the other etches 
smooth is not clear of course, but at least it is consistent 
with the apparent random nature of the occurrence of rough 
etching in Type 7075 alloy. 

B. Conclusions 

The roughness met occasionally in chem-milling Type 
7075 aluminum is apparently due to a truly "random" variation 
in the parent metal. That is, within the allowable limits of 
compositional variation and within usual limits of variation 
in grain-size and other metallographic features, it is never- 
theless possible to have conditions which favor development of 
roughness during chem-milling. 
Type 7075 yielded the least meaningful results with respect to 
corrective measures whereby roughness might be avoided. 
Apparently, the factors that eventually determine the milling 

Of the four alloys studied, 
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Neg. No. 30882 20 sec. Keller's etch, XlOO 
Sample from Series(b) 

Neg. No. 30883 20 sec. Keller's etch, XlOO 
Sample from Series(e) 

Fig. 37 - Structure of Specimens of Type 7075 Aluminum 
from Figure 31. 
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- characteristics of a given lot of alloy are determined well back 
in the history of the material. 
melt composition, or only as far as the casting of the ingot 
from the melt, At any rate, the conditions at this point appear 
to determine eventual chem-milling properties. Furthermore, 
these conditions are not erased by a solution treatment--which 
is certainly the most "homogenizing" treatment available--short 
of remelting. 

It may go back to the original 

We must conclude, therefore, that rough etching in 
Type 7075 is still not understood well enough to permit recom- 
mendations for corrective measures. 

1711. CONDITIONS REQUIRED FOR SMOOTH CHEMICAL MILLING 

It is perhaps appropriate at this point to inquire in 
a general way concerning the requirements for acceptably smooth 
chemical milling, Basically, it is this: At any given time in 
the milling process, the quantity of material removed per unit 
area should lie within certain limits for the entire surface 
being milled. The "quantity removed per unit area" is, of course, 
quite arbitrary, as is the "unit area." In practice, it has 
been found reasonable to specify the allowable maximum rms 
roughness for a chem-milled surface and the allowable dimensional 
variation from high to low points on the workpiece. 

Let us inquire into the electrochemical factors that 
determine whether or not a given metal-etchant combination will 
yield acceptably smooth and uniform stock removal. 

A.  The Metal 

First of all, the removal of aluminum by an alkaline 
chem-milling medium is an example of one of the most vigorous 
electrochemical "corrosion" reactions known. There is little 
doubt that the reaction is electrochemical, since the cathodic 
and anodic functions can be demonstrated to occur at "local" 
cathodes and anodes, respectively. What then determines if 
attack is to be uniform or rough? A look at experience in the 

l l T  R E S E A R C H  I N S T I T U T E  
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field of "normal" corrosion will give a better picture of just 
what we are asking of the chem-milling process. 

In a short but classic paper entitled "The Ubiquity of 
Locallized Corrosion," Mears pointed out that most corrosion 
processes lead to nonuniform attack on the metal. In fact, only 
when very special conditions obtain can one expect smooth 
general attack. 

* 

If a local zone of the metal is anodic, while the rest 
of the metal surface is cathodic, we will observe the phenomenon 
of "pitting." At the opposite extreme, if there is a local zone 
that is predominantly cathodic, while the remaining area is 
anodic, we will observe formation of a high spot or "bump" as 
attack progresses. Between these extremes, there may be any 
combination of anodic and cathodic areas. 

In the chemical milling of aluminum alloys--and 
particularly in the high-strength materials of the present 
study-+= 
ments distributed more or less uniformly throughout the metal. 
When such an alloy is immersed in a chem-milling etchant, 
local action will take place between all of these elements, 
resulting in dissolution of the anodic zones. If the cathodic 
sites are uniformly distributed at the beginning of the process, 
the attack will also be reasonably uniform at the beginning. 
A s  the anodic zones are eaten away, the cathodic zones would 
be expected to be dislodged from their places in the matrix 
metal and fall away from the workpiece. Under these conditions, 
the distribution of cathodic sites would remain fairly uniform 
and continuous smooth milling should result. 

can expect to find strong cathodic and anodic ele- 

* R. B. Mears, J. Electrochem. SOC., - 106, (1959), p. 467.  
I l T  R E S E A R C H  I N S T I T U T E  
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uniformly 
be higher 
ta ining a 

O n  the other hand, i f  the cathodic zones a re  not 
dis t r ibuted i n  the beginning, the mil l ing r a t e  w i l l  
on the matrix metal t ha t  i s  nearer t o  regions con- 
high-density of cathodic ac t iv i ty .  S i m i l a r l y ,  the  

cathodic uniformity can change during mil l ing,  especial ly  if 
the cathodic mater ia l  tends t o  be dislodged from the surface 
i n  a spot ty  fashion (such as  happens with Type 2219 a l loy;  
see below). 

Many other factors  may be involved, of course. The 
anodic in tens i ty  may vary from point t o  point on the metal 
surface due t o  compositional differences i n  the aluminum matrix, 
caused perhaps by var ia t ions i n  the thermal his tory of the 
mater ia l  a t  such p o i n t s .  

To summarize, uniform and smooth chemical mill ing of 
aluminum w i l l  r e s u l t  when the surface i s  uniformly covered with 
anodic and cathodic regions--both i n i t i a l l y  and during mill ing.  
These elements form a complex network of short-circui ted c e l l s ,  
a l l  with a c m o n  metal l ic  path and a body of  e lec t ro ly te  tha t  
i s  a l so  c m o n  t o  a l l  c e l l s .  I f  anything develops tha t  causes 
the average short-circui t  current i n  any region t o  be appreciably 
d i f fe ren t  
ponding difference i n  the rate  of a t tack  i n  the two areas .  

B. The Etchant 

from that  of another region, there  w i l l  be a corres- 

The electrochemical features  of the metal a re  qui te  
important i n  determining chemical mil l ing uniformity, but the 
e l ec t ro ly t i c  medium can a l s o  have a tremendous influence on 
the uniformity of a t tack.  For example, an acidic  medium and 
an alkal ine medium can produce e n t i r e l y  d i f fe ren t  forms of 
a t tack  on aluminum, even though the anode-cathode d is t r ibu t ion  
of the metal i s  the same i n  both cases .  

I I T  R E S E A R C H  I N S T I T U T E  
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Similarly,  a lkal ine solutions show di f fe ren t  kinds 
c-f attack,  depending on the presence of additives of various 
t y p e s ,  For example, addition of cyanide t o  a sodium hydroxide 
bath w i l l  change the re la t ive  potent ia l  between copper and 
aluminzsm t o  a smaller value than w i l l  be found i n  a l k a l i  alone, 
because copper ion forms a complex with cyanide ion t h a t  i s  
soluble i n  a l k a l i ,  whereas copper ion forms insoluble copper 
hydroxide i n  alkali  alone. 

When a copper-bearing aluminum al loy i s  chem-milled 
i n  a l k a l i  alone, the aluminum forms soluble sodium aluminate, 
but the copper remains as a f ine ly  divided black smut of 
metal l ic  copper, This smut influences the r a t e  of mil l ing on 
the underlying aluminum, o f  course, since it  prevents f r ee  access 
of f resh etchant t o  the surface. I f  some of the smut becomes 
detached i n  a given area,  that  area w i l l  suf fe r  more rapid 
at tack than w i l l  the  smut-covered regions. In  the presence of 
cyanide, however, the nature of the copper smut would be expected 
t o  be d i f fe ren t  than i n  a lka l i  alone. A t  a high enough cyanide 
concentration the smut could be avoided en t i r e ly .  

These remarks are  intended t o  i l l u s t r a t e  the possible 
influence of the etchant composition on the uniformity of a t tack  
on the aluminum a l loy .  Other var ia t ions i n  etchant composition 
c o u l d  have similar  effects--such e f f ec t s  being near ly  impossible 
t o  prediet  merely from consideration of the chemical properties 
of the metals and etchant chemicals. 

For example, the addition of su l f ide  t o  an alkal ine 
etchant would not be expected t o  a f f ec t  the so lub i l i t y  of aluminum 
i n  the medium--since aluminum does not form a s tab le  sulfide--but 
i t  would considerably reduce the so lub i l i t y  of copper i n  the bath. 
Just  how t h i s  influences the uniformity of a t tack  on an aluminum 
surface i s  not ea s i ly  predicted,  however. A l l  one can do i s  
surmise tha t  various bath additives could have an e f fec t  on smooth- 
ness and uniformity of stock removal, but i n  the end the deter-  
mination of optimum bath compositions must be empirical. 
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In the present work, of course, the objective was to 
study the relationships between metallurgical factors and 
chem-milling properties, and was not concerned with a search 
for different milling compositions. 

VIII.SUMMARY AND RECOMMENDATIONS 

A .  Type 2219 Aluminum 

Nonuniform stock removal is caused by nonuniform 
quenching of the metal after solution treatment. The structural 
differences are noticeable between fast-etching and slow-etching 
areas; the former appear to have more precipitated material than 
the latter. While it is possible that etchant compositions 
could be discovered that would erase the metallurgical effects 
entirely, this seems quite remote because of the basic and 
inherent difference in the electrochemical structure of the 
fast and slow-quenched material. The slow-quenched alloy simply 
supports much more vigorous local action current when it is 
immersed in an alkaline etchant. 

If the alloy must be chem-milled in the T37 temper, 
it would appear that a special grade of 2219-T37 alloy will 
have to be produced specifically for these applications. The 
quenching requirements could very probably be met by using a 
total immersion technique (vertical quenching) as opposed to 
the spray-quenching commonly used. It should be pointed out 
that the aluminum manufacturers have adopted spray quenching 
(in a horizontal position) because it is a much more economical 
and practical method for heat-treating large plates. The 
vertical method was formerly used, in fact, but was displaced 
by the more modem technique. 

In all probability, the fabrication of Type 2219-T37 
alloy can best be accomplished by mechanical milling methods, 
in view of the successful development of large-size equipment 
for this purpose. 

i l f  R E S E A R C H  i N S T i T U T E  
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B. 

It  has been shown tha t  the s t r e t ch  marks tha t  appear 
i n  t h i s  a l loy a re  "electrochemically homogeneous'1 with the r e s t  
of the p la te .  
removed during chem-milling. 
i n  a given s t ruc ture ,  they w i l l  s imply have t o  be avoided in the 
f i r s t  place. 

That i s ,  the marks are  ne i ther  emphasized nor  
I f  s t r e t ch  marks are  not acceptable 

The marks tha t  appear on Type 5456 a l loy  a re  not ,  
s t r i c t l y  speaking, "Luder" l ines .  
described as  "Portevin-LeChatelier" markings, since they appear 
when the metal i s  s t re tched t o  a point near i t s  ult imate s t rength.  
The term "Luder l ines"  refers  t o  those marks tha t  appear a t  the 
yield point of a metal. 
banding occurs a t  the yield point. 

Ratheqthey are  more properly 

In  the case of 5456,  prac t ica l ly  no 

C. Type 2014 Aluminum 

The smoothness of chem-milling i n  t h i s  a l loy  i s  
affected dramatically by the aging treatment. 
i n  solut ion treatment o r  aging were discovered tha t  s ign i f icant ly  
reduced the roughness tha t  developed when the a l loy  w a s  milled 
i n  the natural ly  aged condition. 
correlat ions between the metallurgical s t ructures  of the metal 
i n  the t w o  conditions of aging and t h e i r  etching properties were 
discovered. 

N o  var ia t ions 

Furthermore, no d i r ec t  

In t h i s  a l loy par t icular ly ,  the tendency f o r  "electro- 
chemical segregation" t o  occur during mil l ing of the na tura l ly  
aged material  w a s  marked. 
was milled,  however, the d is t r ibu t ion  of anodic and cathodic 

zones appeared t o  remain constant with time, and smooth mil l ing 
resul ted.  

When the a r t i f i c i a l l y  aged a l loy  

A marked difference w a s  discovered between the t w o  
One l o t  showed a f a r  greater  etching 

This i s  taken t o  be evidence tha t  the composition of a 

l o t s  of a l l o y  studied. 
difference between the t w o  aging conditions than did the other 
l o t .  

I I T  R E S E A R C H  I N S T I T U T E  
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xominal 2014 melt may vary sufficiently--and pi j ss ib iy  i n  only 
one minor const i tuent-- to  cause marked differences i n  mil l ing 
response, It i s  recommended, therefore ,  t ha t  chem-milling of 
Type 2014 al loy be done in  the a r t i f i c i a l l y  Aged s t a t e  (T6), 
ra ther  than i n  the "solution-treated and quenched" s t a t e  (T4). 

metal i n  the T4 condition, i t  appears again that  a "special 
mi l l ing  grade" of Type 2014 a l l o y  i s  a poss ib i l i ty .  Such a 
composition could very probably be developed, since some l o t s  
of Type 2014 apparently already yield acceptable surfaces 
when milled i n  the T4 s t a t e .  

D, Type 7075 Aluminum 

I f  fabr icat ion methods demand t h a t  mill ing be done on 

Roughness i n  this a l l o y  i s  apparently also qui te  
composition sens i t ive .  No heat-treatment o r  aging var ia t ions 
were found tha t  erased roughness completely i n  a l l  samples of 
the a l loy .  There i s  a poss ib i l i ty ,  again, that  a par t icu lar  
component of the alloy i s  chief ly  responsible f o r  rough mil l ing,  
and tha t  a s t a t i s t i c a l  study of a number of l o t s  of Type 7075 
could ident i fy  the i m p o r t a n t  element. It would then be possible 
t o  produce a "milling grade" a l loy ,  as suggested e a r l i e r  fo r  
2219 and 2014. 

Meanwhile, i t  would seem that  a preliminary chem- 
mil l ing t e s t  on small samples of the p la te  t o  be used would 
permit select ion of those lo t s  of material  tha t  would give 
acceptable surfaces ,  
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